"APPROVED FOR RELEASE: Monday, July 31, 2000 CIA-RDP86-00513R000928020

A S R e S RS P S A AR S Ak B S R A T

R e A o S T o B e A T SRR MR I g T SEEST AT

Al

'ACCESSION NR: AP4029204 §/0226/64/000/002/0032/0039 !
AU‘moﬁz Boyko, P, A.; Gryaznov, B. A.; Dubinin, V. P.; Klimenko, V. N.: Lugjmko,’
V. A.; Osasyuk, V. V.; Radomy*sel'skiy, I. D.; Rudenko, V. N. S .

TITLE: Investigation of the properties of N32D4 high-alloy nickel-coppar powder=
metal steel

'SOURCE: Poroshkovaya metallurgiya, no. 2, 1964, 32-39.

TOPIC TAGS: N32D4 steel, high alloy steel, nickel copper steel, powder metal steel, -
" copper containing alloy, nickel containing alloy : L
ABSTRACT: The authors investigate subject properties manufactured by two technologi«
cal variations. It was shown that the higher pressures of the first pressing and
temperature of the first sintering raises the density of the manufactured samples
only slightly and has little affect on the strength characteristics in static tests.
These results are presented in tables and graphs. In dynamic tests (resiliency,
ultimate strength) there is a considerable decrease in the atrength of the samples
manufactured by the second technological varfation which is associated with an in= .
creased sensitivity of the dynamic strength characteristics of porosity micro=
“heterogeneity in composition which is higher in the samples subjected to a first
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sintering at low temperature. Orig. art. has: 8 figures and 2 tgbles.

ASSOCIATION: Institut problem materialovedeniya AN SSSR (I:utttute of Material
Behavior Problems, AN SSSR)

SUBMITTED: 135ep63 DATE ACQ: 28Apr64
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KUZ 'I‘LEHKO, Vo A -

Study on nucleceidea of purine bases and mcncssccharides in acld
media, Fiziol.zhur, [Ukr.] 11 no.4:543-544 Jl-Ag '€5.
(MIRA 18:10)

1. Sektor biofiziki Instituta fizlclogii im, Bogomol'tea AN UkrSSR.
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KUZMFNKO Vaszili] Alekezandrovies, a muszak! tudomanyok kandidatusa (XKiev)

High-’reauency ratigue ‘testa. Gep 17 16.2:61-68 F 165,
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KUZ'MENKO, V.I.

Successfully complete the fulfillment of the goals of the sevens
year plan to increase mineral reserves and to ensure the further
accelerated development, of the socurces of mineral raw materials
in the country., Razved, i okh, nedr 30 no,12:1.-11 D %4,

(MIRA 1832)
1, Zemestitel' predsedatelya Gosudarstvennogo geologicheskogo
komiteta SSSR,
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KUZ'HENKOH Yasilly Ivanovich; RODIONOVA, Z.A., redaktor; TSYPPO, R.V.,
j eknnicheskly redaktor

(Plans for lessons in mechanical drawing for class 8 of the secondary
scool] Plany urokov po chercheniiu dlia 8 klassa srednei shkoly; iz

opyta raboty. Moskva, Gos. uchebno-pedagog, izd-ve Ministerstva pro-
sveshcheniia RSFSR, 1956. 75 p. (MLRA 9:10)

(Mechanical drawing--Study and teaching)
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EUZ 'MENKO, Vasiliy Ivanovich; RODIONOVA, Z.A., red.; SMIRNOV, G,I.,tekhn.red.
[Lesson plans for mechanical drawing in grade ten of the secondary
school based on practice; a manual for teachers] Plany urokov
po chercheniiu dlia 10 klassa srednei shkoly; 1z opyta raboty,
posobie dlia uchitelei, Moskva, Gos.uchebno-pedsgog.izd-vo M-va
prosv RSFSR, 1957. 64 p, (MIRA 10:12)

(Mechanical drawing--Study and teaching)
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CHERNOVA, V.S.; KUZ'MENKO, V.I.: GOL' ;
ALR 0, V.I.; GOL'DINOV, A.I.; KRUPCHINSKIY, A.A.;

Deaign of a two-way preasure-type mechanical filter for the
purification of wter in water-condigioning units in electric powsr
plants, Suggestion by V,S. Chernov and others. Prom,energ,11
no,12:16-17 D 's56, (MLRA 10:1)
(Peed-water purification) (Filters and filtration)
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SHALYBKOV, Aleksandr Aleksandrovich; KUZ'MENKO, Vladimir Ilfich;
BALAYEV, G.A., red,

[Organization methods for the propaganda of chemical
knowledge] Metodika organizatsii propagandy khimicheskikh
znanii, Leningrad, 1964. 37 p. (MIRA 18:3)
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KUZ'MENKO, V.K., inzhenery AFANAS'YEV, I.A., inzhener; LIBERMAN, A.S.,
. ““inghener; BEL'CHUK, G.A., kandidat tekhnicheskikh nauk.

Deformations in sheet-steel hull structures and ways to avold
them. Sudostroenie 22 no.7:19-23 J1 '56. (MLRA 9:10)

(Hulls (Naval architecture)) (Deformations (Mechanics))
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KUISH, G.A., inzh,; XUZ'MENKO, Vv.K., insh,
Improving the quality of design specifications. Sudestroenies 24
no.10:49-50 0 58, (MIRA 11:12)
(Navnl architecturs--Specifications)
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LEONT'YEV, Valerian Markovich, inzh,; FROLOV, Nikolay Fedorovich, inazh,;
RIMMER, A.I., inzh., retsenzent; FUKEL'MAN, V,L,, iunzh.,
retgenzent; KUZ'MENKO, V.K., dots., mauchnyy red, ; STOLYARSKIY,
L.L., inzh., nauchnyy red.; FRUMKIN, P,S., tekhn, red,

[Technology of shipbuilding and ship repairs] Tekhnologila sudo-
stroeniia i sudoremonta, Leningred, Gos. soiuznoe izd-vo sudo=
stroit. promyshl., 1961, 435 p, (MIRA 15:2)

1. Predmetnaya komissiya Nikolayevskogo sudostroitel'mogo tekh-
nikuma (for Fukel'man).
(Shipbuilding) (Ships--Maintenance and repair)
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DORMIDONTOV, Vladimir Konstantinovich; AREF'YEV, Timofey Vasil'yevich;
KISELEVA Nina Arsen'yevna; KUZ'MENKO, Vladimir Kug'mich;
- LUK'YANOV Petr Grigor' yevich[deceased] ; NIKITIN, Yevgeniy
Ivanovich, TURUNOV, Savva Matveyevich; CHERVYAKOV V.I., laureat
Leninskoy premii, inszh,, retsenzent; MESHCHEEHAKOV, v.V., inzh,,
retsenzent; KAZAROV, Yu,S., red.; CHISTYAKOVA, R.K., tekhn. red.

[Shipbuilding technology]Tekhnologiia sudostroeniia, Pod ob-

shchei red, V.K,Dormidontova, Leningrad, Sudpromgiz, 1962, 695 p.
(MIRA 16:1)

{Shipbuilding)
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KUZ'MENKO, Vladimir Kuz'mich, dots.; FEDOROV, Nikolay Aleksandrovich;
FRID, Yevsey Grigor'yevich; ADLERSHTEXN, L.T8., inzh,, re-

tsenzent; SOKOLOV, V.F., inzh., retsenzent; SOSIPATROV, 0,4,,
red. ; FRUMKIN, P.S., tekhn, red.

[Shipfitter's handbook }Spravoshnik sudovogo sborshchika, Pod
obshchei red, V,K.Kuz'menko, Leningrad, Sudpromgiz, 1962,

327 p. (MIRA 16:4)
(Shipfitting)

)
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FEDULOV, L.G.; KUZ'MENKO, V.K., kand.tekin.nauk

Cold breaking of rod metal. Mashinostroitel! no.9:34 r
S t62, (MIRA 15:9)
(Machine-ghop practice)
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BRODSKIY, Aleksandr Davidovich; KUZ'MENKO, Vladimir Kuz'mich;
SOLOV'YEV, Vledimir Ivanovic‘h "‘N“*STH'{OV N. P.,“:fnzh.,
retsem.ent* POPILOV, L.Ya., inzh. , retsenzent SCLOV'YEV,

vV.I., nauchn. red.; SMOIEV, B.V,, red,

[Modern physical and technical methods in shipbuilding]
Sovremennye fiziko-tekhnicheskie metody v sudostroenii.
Leningrad, Izd-vo "Sudostroenie," 196/;. 188 p,

(MIRA 17:7)
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KUZ "ENKD, VoK., inzh.

SR Uy SRR
Sclentific and techniecal comfarance on erten aod PETOTE
of seageing shipse Sudustrosale 30 uo. s

(T 17:12)
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KUZMENKO, V.L.

.
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Inducing the phenomenon of immunological tolerance in adult
rata. Vrach. delo no.6381-8, Je'63, (MIRA 16:9)

1. Kafedra patologicheskoy fiziologii (zav. - dotsent V.P.
Bezuglov) i normal'noy fiziologii ( zav. - prof. Ya.P.
Sklyarov) Livovskogo meditsinskogo instituta,

(DAWUNITY) (CANCER RESEARCH)
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. .| SOURCE: RZh. Biologlya, Abs. 4A33 S
¥
" AUTHOR: Kumgnko",:_y'. ”L_. ) : ’a

"TITLE: Adaptation of white mice to brief daily périods of extremely high gravity

. CITED SOURCE: Sb. Materialy* Konferentsii po probl. adaptatsif, trenirovkl 1
. drugim sposobam povy*gpenly% ustoychivosti organizma. Vinnitsa, 1962, 239-30

“TOPIC TAGS: gravity load, gravity overload conditioning, mouse gravity
conditioning, small animal gravity condi tioning, excess gravity

TRANSLATION: The experiments inuolved 1660 mice exposed to daily periods of !
. excess gravity (200 g, 1000 rpm, 20 sec). Adaptation to subsequent overloads :
N ' developed after a week of daily exposure to the indicated load levels and lasted {

" about 10 days. None of the mice died. Adaptation ceased subsequently and was re- 1.

. placed by a period of .increased sensitivity. The latter disappeared when exposure '

! to overloads was interrupted for two weeks, but adaptation was lost simultaneously.:

| Adaptation manifested itself much earlier during a sacond cycle than during the .
—~-initial one. It failed to develop during a third cycle. ‘Breakdown of . ; A

1
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ACCESSION NR; AR4023350

adaptation was noted in the fourth cycle (experiments 23 through 49); the capa- |
bility to develop it disappeareq entirely ang could not pe reestablighed by ex-
tending the interval., Complete adapation wag 8enerally not noted when the dura-
tion of the e€xperiment wag increased to' 25 gec, In such cases, the complete
breakdown of adaptation occurred gfter ¢ enty exposures, Adaptation manifested
i ‘ ynhen the duration of exposure was re-
duced, Tota] breakdown of adaptation otcurred after 68 experiments, Total and
lasting adaptation coulq not be Produced by meang of daily "conditioning". Anji-
: mals not Subjected to conditioning Proved, in 4 number of instances, to be more
' resistant to 8ravity overloads thag Conditioned animals, A.  Zhuchkova ,

DATE Acq; . ENCL: 00
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‘ACC NR: AP6003242 SOURCE CODE: UR/0020/65/165/006/1275/1277

'WfAUTﬂOﬁ'r Lazarev, B. G .3 Semenenko, Ye. Yé., Suddvtsov, A. I., Kg mgnko, 07 H

!ORG Physicotechnical Institute, Academy of Sciences UkrSSR (Fiziko-tekhnichesk1y z

;TITLE: Maximum critical magnetic fxelds in superconducting metals e :
; / i
ESOURCB: AN SSSR. Doklady, v. 165, no. 6, 1965, 1275-1277 . j

gTOPIC TAGS: critical magnetic fleld, indium, tin, thallium, superconductlvzty, ?
icrysidl lattice distortion

Card 1/2 . UDC: 537.312.62

L 1507466  EAT(1)/BWT(m) /EWA(Q)/EVP(£)/EWP(z)/EWP(6)  TJP(c) D

. 07

instltut Akademii nauk SSSR) o |
PIRGIE :

;ABSTRACT: Lattice distortions are used as 3 criinrxcn for megsuring the critical
;magnetic fields and temperatures in 1nd1%m7 d thallium”specimens produced by _
:condensation on a glass substrate cocied by liquid helium. 4Tt 7The critical magnetic :
ifield in the longltudlnal direction was determined from thh normal electrical resist- _
‘ance of the speclmens at this field intensity. The highest critical magnetic fields
‘are observed in freshly precipitated 8pe01mens where the lattice is most strongly -
dlstovted. The critical magnetic fields in well annealed specimens is close to that —

o
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of a conventional single crystal specimen. und that the maximum magnetic
fields are independent of the thic When the pesistivity is '
high, the curves for critical magnetic field strength as @ function of resistivit% ;
in indium are jdentical in form, showing saturation at a resistivity of {(5-6)+107°
Qrem {which corresponds to the mean free path of electrons, i.e. about 100 intera- '
tomic distances). gimilar behavior was observed for the maximum critical field in .
tin. The critical field increases linearly in 'ghalliumj_a‘nd shows no tendency to

Esaturation. The data indicate that a metal formed by condensation on an extremely |
cold substrate displays maximum i : stal lattice. Therefore the

“magnetic fields of (20—25)-103 cersteds for in .103 cersteds for tin

'ape the maximum fields fop these metals. Orig. art. hast

'sus copE: 20/ SUBM DATE: 06%ep6s/ ORIG REF: 008/ OTH REF: 007
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ACC MR  AT6015895 (;fV!) SOURCE CODE UR/OOOO/S5/000/000/0018/0022
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AUTHOR: Lazarev, B. G.; Semenenkoc, Ye. Ye.; Sudovtsov, A. I.; Kuz'menko, V, M, 74/

' ﬂ}
ORG: Phyasicotechnical Institute, AN UkrSSR (Fiziko-tekhnicheskiy institut AN UkrSSR)

TITLE: Effect of the degree of orderiggzn the superconducting properties of metals

SOURCE: AN UkrSSR. Issledovaniye energeLicheskogo spektra elektronov v metallakh /
(Study of the energy spectrum of electrons in metals). Kiev, Izd-vo Naukova dumka,
1965, 18-22

TOPIC TAGS: thallium, tin, superconductivity, temperature dependence, magnetic field

measurement, resistivity
~

ABSTRACT: The dependence of temperature in critical magnéfic fields (Hk) and resisti-
vities was studied in 100 } condensed films of T1'dnd Sn. Amorphous structures in the
condensed films representing extreme departures from crystalline equilibrium were re-

stored by annealing, whereby the effect of lattice order on free electron conductivity
.|was exhibited. As-condensed films had the largest values of Hk when measured as a func-

tion of temperature from 4.2 to 1.5°K. Specimens annealed between 25 and 250°K had
decreasing values of Hi{. All curves obeyed the relation

o1 (F).
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L 35918-66
ACC NR; AT6015895 /

where Hko is the critical magnetic field at 09K. The specific resistivity of the same
£ilms at 4.29K decreased linearly from 9.2+10"5 (condensed) to 0.32¢10 ° ohm-cm after | -
annealing at 250°K. Accordingly, Hk decreased from 42,000 to 15,150 ce. A linear cor-
relation was established between Hk and specific resistivity for the T1 films. Sn
films of 100 X thickness showed the same relation of Hk as a function of temperature
but a different dependence for specific resistivity. The dependence of Hk on specific

resistivity for Sn showed saturation occurring at 40,000 oe. Again the lowest values
of H, corresponded to the fully annealed structure; however, in this case no change

k ;
was noted after annealing above room temperature. It appeared that Sn suffered maxi-
wvhile for Tl

mum lattice distortion when condensed on surfaces maintained at 4,2°K,
4,29K was still high. This was related to the higher Debye temperature of Sn (about
2509K) as compared to T1 (about 100°K). Orig. art. has: 5 figures, 1 formula.» 7

SUB CODE: 20,11/  SUBM DATE: 300ct4/  ORIG REF: 007/  OTH REF: 00U

Cord 212 SI -
l .
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LITVINENKO, Ye:4., kand. tekhn,pauk; prinimall uchastiye: I%ANOV
V.A., gormyy MW ,.gornyy inzh.; .
v.1., student; TEOV, A.A., student

Control of methane emission {n mine secti«z me. Illgoé; Ukr.
I no.5:14=16 My '60.

, Knar 'kovekiy gornyy institut.
(Donete Basin—Mine gaees)
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Torsion meter based on the use of magnetic permeability in steal,
Rech.transp. 16 no,10:26 0 '57. (MIRA 10:12)
(Steel--Magnetic properties)
(Torsion--Testing)
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AUTHORS : Yusz 'menko, V. S., Bogorad, A. Se s0v/32-24-7-55 ’65'

TITLE: A Roll-Viscosimeter (Pokhodnyy viskozimetr)

PERIODICAL: 7avodskaya Laboratoriya, 1958, Vol. 24, Nr 7, pps 899 - 900
(UsSSR)

ABSTRACT: A viscosimeter is described which may be applied to measurements

of trensparent and dark liquids, and which is based on the
principle that the time is determined which is needed by &
rolling ball to pass through the liquid on a certain trajectory.
The apparatus conasiasts of a glass tube of certain dimensions
with a base to which two measuring units, the two permanent
magnets with induction coils, aTe fixed. The two coils are con=~
nected with each other according to a given diagram with &
galvancmeter of the -type GMP. j the glass tube as well as the
base are fixed at a certain angle, whioch can be adjusted. Steel
balls of a diameter of 8 mm and of exactly the same weight are
used for the determination. The glass tube is filled with the
liquid to be investigated and the steel ball rolls through the
jnclined tube, with the jnduction of the EMF of the coil being
Card 1/2 recorded by the galvanometer when the ball passes the starting

APP :
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S0V/32-24-7-55 /65
A Roll-Viscosimeter .

and the end megnet of the tube. Since the time is measured

for the passage through the tube, the viscosity of the cor-
responding liquid may be determined according to the re-
gistrationa of the two recording units and in agreement with a
calibration diagram plotted according to liquids with known
viscosity. The temperature of the liquid must be measured to the
hundredth of a degreej; the whole system may be put into a
thermostat after the magnetic cells have been insulated by
lacquer. The accuracy of the apparatus is equal to that of the
laboratory viscosimeters of the most perfect construction.
There are 2 figures.

ASSOCIATION: Tgsentral'nyy nauchno-issledovatel'skiy institut rechnogo flota
(Central Scientific Research Institute for River Navigation)

Card 2/2
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KUZ 'MENKO, V,S.,_inzh,

New devices to measure the torqge and the effective power on
the shafts of marine power plan Trudy LIVT no,12:29-40

161, (MIRA 14:9)
(Torque--Measurement) (Shafting--Teating)
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KUZ'MENKO, V.S, inzh,
Pulge-type, phase shift torque mster., Sudostroenis 29 no.8:
49-51 Ag 63, : (MIRA 16:10)

(Torque~—Measurement) (Elsctric measurements)

ﬁ%a&}:@‘
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HNYAKOV, A.V. !
e G.G., insh.; PASHCHENKO, V.Ye., inzh.
AL, inzh.; STMAKOVA, M.S., inzh.

Properties of transformer

Stal! 24 no.9:812-814 S '64.

"APPROVED FOR RELEASE: Monday, July 31, 2000

Kand. tekhn., nauk; DANILOV, P.M., kand. tekin.

CIA-RDP86-00513R000928020
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nauk; METALEVA,

; KUZ"MEIKO, V.S., inzh.; BELYAKOV,

S ot bieataee A £

gteol made of ingots with cloged pipe.

(MIRA 17:10)

1. Sibirskiy metallurgicheskiy institut, Xuznet;kiy metallurgicheskiy
kombinat 1 Novosibirskiy metallurgicheskiy zavod.
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AUTHORS: Kugz '2enizo, y.v. and sukonnik, M.A. sov/ 130-58-T

PITIEN: =%lec LIV fﬁzhstal'“ rorue (Ui zovode “Lrivoloz“stal‘“)
PERICDICAL: ebellurd, 1653, NI 7, P2 o - 28 (USSR) -

ARSTRACT: Tointing aul tiod Sozt of b “»rivoxozhstal'“

-y

were puilt afber the wal and cocbain 1oty

and automated equipment, the Lo oL
recent Geasures token e jpprove
proceeding on the complete cutomation
aintering and considerable propress nas
mation and ir paterials nancling in b
furnaces areé highly instrumented
of blast moisture and gemperature
house operations and randling of
are hignly mechaniseé. Tte converter shop
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At the “Krivorozhstal'" Works SOV/1%0-5%-7-1%/%

section mill (Figure 3) and continuous uire £ill, started in
August, 1956 and April, 1957, respectively, and tre time
required for roll-charging has been reduced to 10 pinutes. A
photoelectric relay actuates the shears as the vorlk enters the
finishin~ stand. Rolling speeds of 15 and 22.5 m/sec have
been attained on the light-section and wvir~ mills, resnec-
tively. There are 3 fi;ures.

Card 2/2 1. Steel industry-~Equipment 2. Blast furnaces--~Controls
3. Materials--Handling 4. Metals--Processing 5. Remote
control systems--Applications
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KORESHKOV, V.I,3 GULIN, M,A.; KUZ'MENKO, V.V,

Studying the rtrength of general purpose tractor-driven plows,
Trakt, 1 sel'khozmash, no,1124~26 Ja 165,

(MIRA 18:3)
1. Ve-soyuznyy nauchno-issledovatel!skiy inst!‘ut sel!skokhozyayst:en-
nogo mashinostroyeniya (for Koreshkov, Gulin). 2, Spetsial'noye
kongtruktorskoye byuro zavoda im, Oktyabr!skoy revolyutsii (for
Kuz tmenko),
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KUZ 'MENEO, Ya. (Leningrad)

R s t trade. Sov. torg. 34 no.10:36 0 '60.
P\n‘pose and funct';ions of Soviet tr e 33:10)

(Rnsaia--Commerce )
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GOLOVAKOV, M.G. [Holovanov, H.H.]E BORISOGLEESKIY, V.7.[Borysohliebatkyl,
V.V.]; KUZ'MENKO, Ye.A. {Kuz®menko, IE.A.]

Use of resirs obtained from the bitumen of brown coglse. Knim,
proms [Ukr.] no.1t3/=36 Ja-Mr?¥63 (MIRA 1727)

1, KDImistsevpalivprom.
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VARTAPETOV, B.A.; KUZ'MENKO, Ye,5.; SUDAKOVA, A.D.

2 emNRELE 2

Method of graphic registration of motions of the corm uteri in a
contimious experiment (pons between skin and uterus ). Fiziol.shur, 39

no.6:738=740 ¥-D '53. (MIBA 6:12)

1. Ukrainskiy institut eksperimental'noy endokrinologii, Khar'kov,
(Uterus)
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KUZ'MENKO.Ye.S.(Khar'kov)

| Effact Bf._folliculin on uterine contractions in normal and
castrated dogs. Prob.endokr. i gorm.Moskve 1 no.3:107-110
My-Je '55. (MLRA 8:10)

1. Iz otdela fislologii (zav.-knndidat neditsinskikh nauk
B.A.Vartapstov) Ukrainskogo {natitutn eksperimental'noy
endokrinologii (dir.-kandidat neditainskikh nauk S.V.Makeimov)
(ESTROGENS, efrects,
on uterus contractions in pormal & castrated dogs)
(urERUS, effect of drugs on
astrogens,’ contrachtions in normal & castrated dogs)
(CASTRATION, effects,
on uterus contractions aftar admin. of estrogens in
dogs)
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contrastion of the Uterus(Labratory striies),” Khar'kow, 1959, 15 on  (FHar'zov

State ledical lnstitute) (KL, 8-30, 119)
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VARTAPRTOV, B.A.; KUZ'MENKO, Ye.S.

s b
¢ e I s P

+ v B

Effect of“caatraction on the contractile properties of the uterus;
studies on dogs with a cutaneo-uterine bridge. Akush.} gin.(mgz 12:11)
no.h353-56 Jl""Ag '59. H

- B.A. Vartapetov)
1. Iz fiziologicheskogo otdela (zav, - dotsent
Ukrainskogo instituta ekeperimental 'noy endokrinologii (dir. - kand.
ped.navk S.V. Maksimov).
(UPERUS physiol,)
(CASTRACTION eff.)
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_ KUZ'MENKO, Ye.S.

Contactile function of the uterus in hyperthyroidation, Trud
Ukr.nauch.-issl,inst,eksper.endok. 18177-82 '61, (MIRA 16:1

1. Iz otdela fiziologii Ukrainskogo instituta eksperimental'noy
endokrinologii,

(HYPERTHYROIDISM) (UTERUS)

R e R e
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ALABUZHEV, P,M,, doktor tekhn, nauk; ZUYEV, A.K,, assistent;
_KUZ 'MENKO, Yu,P,, assistent; TSIVINSKIY, Yu.P,, aspirant

Investigating the performance of an electromechanical
apike driver. Izv. vys. ucheb., zav.; mashinostr, no.2:
144-158 163, (MIRA 16:8)

1. Novosibirskiy elektrotekhnicheskiy institut.
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BUTSERCGA, M.M., doktor sellskokhoz. nauk; ARTSUKEVICH, 3.G.; SHVYDKA,
Ye.K., KUZ'MBNKO Yu.P.

Tl e kAN e L

Time 'and methods for the placement of fertilizers for corn,
Zemledelie 25 no.10:46-49 0 163, (MIRA 16:11)

1, Ukrainskiy nauchno-issledovatel!skiy institut zemledeliya,
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137-58-6-13378
Translation from: Referativnyy zhurnal, Metallugiya, 1958, Nr 6, p 319 (USSR)
AUTHOR: Kuz'menko, Zh. V.

TITLE: mes of Microstresses in 32-mm Thick
Sheets Prepared From Killed St-3 Steel (Rentgenografi-
cheskoye issledovaniye mikronapryazheniy v listakh tol-
shchinoy 32 mm, izgotoviennykh iz St3 spok.)

PERIODICAL: Byul. nauchno-tekhn. inform. Ukr. n.-i. in-t metallov,
1957, Nr 2, .pp 70-71

ABSTRACT: X-ray diffraction analysis was employed to investigate the
causes for the occurrence of cracks during the leveling of St-3
sheets intended for the housing of a blast furnace. Specimens
taken from regions in the vicinity of the cracks were investi-
gated before and after the leveling operations. The method of
photographic reversal in conjunction with Co radiation was
employed in the investigation performed on revolving speci-
mens. The X-ray diffraction lines were recorded photomet-
rically with the aid of an MF -4 type microphotometer. A
specxmen which had been prevxously annealed for a period of

Card 1/2 2 hours at a temperature of 650°C was employed as a standard.
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137-58-6-13378
X-ray Diffraction Studies of Microstresses in 32-mm Thick Sheets (cont. )

The value of the lower limit of microstresses was determined by the formula:
(b=bg/4R. tan Y (sict) , where E is the modulus

of elasttcxty, b the width of the line of a stressed specimen, bo the width

of the line of the standard specimen, R the distance between the specimen

and the photo film, and 4} the Bragg-Wulf angle. As a result of the investi-

gation it was established that considerable microstresses (6.5 and 7. 6 kg/mm )

are-present in the 32-mm thick sheets before and particularly after the level-

ing operations. These stresses constitute one of the causes of increased brit-

tleness of the sheets.

1. Steel—-Strésses 2. Steel--Fracture 3. X-ray deffraction M. Sh.
analysis--Applications

Card 2/2

APPROVED FOR RELEASE: Monday, July 31, 2000 CIA-RDP86-00513R000928020(



SR R (e pa iR o B WO

"APPROVED FOR RELEASE: Monday, July 31, 2000 CIA-RDP86-00513R000928020

A B S S S L S R e P G S ST e R i

TR T ) e R T O RO R ol

68-9-14/15

AUTHORS:Shirin, I.T. and Kuz'menkov, A.A,

TITLE: From Experience in the Cont
rol of Pitch Coke-Ovens o
Néggﬁgigk Metgl%urgic;l Combine (Iz opyta regulirovagizge
D ovoy batare T '
Rombinate) agil' skogo Metallurgicheskogo

PERIODICAL: Koks i:° Khimiya, 1957, Nr 9, p.61 (USSR)

ABSTRACT: Modifications in the d
C 4 esign of burners for the end
hegtlng flues (Fig.l), which improved the mixing of gas
and air in three flues, are described. There are 2 figures,

ASSOCIATION: Teplotekhstantsiya,
AVAILABLE: Library of Congress,

Card 1/1
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KUZ'MENKOV, A.R., inzh,; GUS'KOV, P.G., inzh,; SKLYAROV,L.A., inzh,

e
Automation of the benzene scrubbing departmerig at zh:eleszta)l}nulfm
- Plant., Mekh,i avtom, proizv. no,6:18- e '6l,
Coke-Chemical Flan p v (ot 24:6)”
(Stalinsk--Coke indudtry)
(futomation)
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KUZ 'MENKOV, A.R.; KOVALEVSKAYA, M.M.
Work ofrﬂthe“Central Coul and Coke Laboratory in ths Donetsk Coke
and Coal Chemicals Plant performed durin; 1982, Xoks i khim, no.
10:58 62, (MIRA 16:9)

1. Donetsgkiy koksokhimichoskiy zavod,
(Donctsk-~Cok: industry)

9%

APPROVED FOR RELEASE: Monday, July 31, 2000 CIA-RDP86-00513R000928020(



"APPROVED FOR RELEASE: Monday, July 31, 2000 CIA-RDP86-00513R000928020

Sogilnsy ot e et e SRR DU

S L T Y R Y T SN IR

POLOVOY, YueNej KUZ'MENNOV, D.M.

Molecular oribitals of allylbenzene 1benzene
isopropenylbenzene. Vest.IGU 20 m:zzpfon% 7% and

(*TRA 18:12)
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AUTHORS; Dashkevich, L. B., Kuz'menkov, L. N. S0V/79-23-7-57/83
' TITﬁE: Some Reactions of Carbon Suboxide (Nekotoryye reaktsii nedokisi

ugleroda). ITI. Organo~-lithium Synthesis of the Symmetric B~
Diketones With the Aid of Carbon Suboxide (III. Litiyorganiche-
gkiy sintez simmetrichnykh B-diketonov s pomosheh'yu nedokisi

ugleroda)

PERIODICAL: Zhurnel obshchey khimii, 1959, Vol 29, Nr 7, pp 2367 - 2368
(ussr)

ABSTRACT; As was described, in the previous paper (Ref 1), the use of car-

bon suboxide in organo-magnesium synthesis yields symmetric p-
diketones.in a number of cases. The present investigation shows
that organo;lithipm:ayntheais vields good results in similar
cases. The organo-metallic compound is probably added to carbon
suboxide in the carbonyl and not in the ethylene group, since
the déneity of the electron cloud is greater at the oxygen
atoms. The following reaction scheme is agsumed:

«

Lio\\\ OLi HQ\ OH

Ho0
2 RLi+0=C=C=C=0 —> C=C=C'/// 2 /;>C=C=C<:f —_
Card 1/2 n” R R- R
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Some Reactions of Carbon Suboxide. ITI. Organo-lithium SOV/79—29-7-57/83
Synthesis of the Symmetric f-Diketones With the Aid of
Carbon Suboxide

— i i T
R~C~CH,~C-R 2R - C = CH - C - R.

The carbon suboxide was used in ether solution, according to
the directions of H. Staudinger (Ref 2). The organo ~lithium
compounds were prepared by converting the alkyl halides into
the metal compounds in a pure nitrogen atmosphere. By this meth-
od aliphatic and aromatic symmetric B-diketones were synthe-
sized. The yield in organo-lithium synthesis was somewhat high-
er than in the corresponding organo-magnesium synthesis. There
are T references, 3 of which are Soviet.

ASSOCIATION: Leningradskiy khimiko-farmatsevticheskiy institut (Leningrad
Chemicopharmaceutical Institute)

SUBMITTED:  June 18, 1958
Card 2/2
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KUZ'MENKOY, L.F.

Destruction of aqueous fuel oil emulsions and the reduction of the

viscosity of fuel oils by means of ultrasonic vibrations., Trudy VNII?

no.9:180-184 '60. (MIRA 13:11)
(Liquid fuels) (Ultrasonic waves—-Industrial applications)
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mZ'HELKOV. L.N.; XUNIN, A.H.
W )
Removal of water from peet and shale tars by the action of ultra~
sonic wavea. Torf.prome 37 no.7:19-22 160, (MIRA 13:11)

1. Leningradekiy metrologicheskiy institut imeni D.I.Mendeleyeva
(for Kuz'menkov). 2. Kalininskiy torfyanoy institut (for Kunin).
(Peat=-Drying)
(Ultrasonic waves-~Industrial applications)
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KUZ '"MENKOV, L.N.; KONDRATENKO, M.I.; PAVLYUKEVICH, T.M.

Aitomatic densitometer for fluids, Zav.lab, 31 no.3: 48,,-383
%5, (MIRA 18:12)

1. Severo-Kavkazskiy filial konstruktorskogo byuro
"Sve tmetavtomatika®,
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TUYEV, G.Ve; KUZ’MENKOVxAL.N.; NEDEL'KO, N.I.; KONDRATEHNKO, M.I.

futomatic control of pulp density with the help of the type
RRP-605 radioisotope relav. TSvet.met, 38 no,10:12-15 0 '65,
(MIRA 18:12)
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L 16638-65 SSD/AFWL
ACCESSION NR: AP40476564 3/0119/64/000/0°2/0628/0028

AUTHCR: Ij\.‘?ﬁdf?}?,”_@;,i\”{

Pasv iy o« AR PR

i

(Engineer), Kuz'menkov, L. N. (Engineer);

w

TITLE: Instrument {or measuring the density of lquids -
SOURCE: Priborostroyeniye, no. i, 134 2&
TOPIC TAGS: densimeter

ARSTRACT: A new continuous-meagnring fiensimeter for liquids (tncludm,g

corroding liquids) consists of a cylindrical chamber with a 3tainless-metal float
proate A ferromagnetic plunger fastenss ro ne e v ts L the magnetic field

A Il me gt e g T e Lt
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L 16633-65
ACCESSION NR: AP4047664

| between 1.0 and 1.8 glcm¥; acale factor, 0,001 glem®; error, £ 1.5% of full ;
. scale; allowable temperature, 0=100C; temperature error, 0.1% of full scale

per 1C. Orig. art. hae: 1| figure.
ASSOCIATION: none
SUBMITTED: 00 ENCL: €0

SUB CCDE: IE NO REF SOV: 000 OTHER: 000
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KUZ'MENKOV, L.N., inzh,

Hadfoiﬂotoxve density relay. Mekh., i avtom.proizv, 19 no.3:33-35
Mr 165, (MIRA 18:4)
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KITAYGORODSK1Z, i.I. [Kitaiharodski, I.I.] (deceased); KUZ'WENKOV, M.I.
[Kuz'miankou, M.I.]; GOVORUSHKO, Z.I. [Havarushks, z2.0L.1; :
ZHUNINA, L.A.; YAGLOV, V.N. [IAhlou, V.M. ]

Mechanism underlying the microcrystallization of glasses located
in the isomorphic region of the system
’ Ca0 - MgO — 510y + (R20; R203).
v i AN BSSR.Ser.khim.nav. no.2:46-51 '45,
e (MIRA 18:12)
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toi. [Frtaiheroderi, LI} (deceased); ZDUKIHZ, Lok

o
> F
FETE TR . r .
VROV, M. I, [Kuz'miankeu, M, 1. ]

et

drchanism underlying the mierocrystallization of glasses
Teeted in thse liquation section of the system

Ca0 - Mg0 - 230, 4 (K20;Rp03). Vestsi AN BSSR.Ser.kbin.nav,
no.2241-45 65, (MIRA 18:12)
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f'\uzmem;oz v !"', |
SOMOY, Veho; KUZIMGRGCOW§-OLP.; SOLDADOV, V.X.; ZINCHENKO, V.I., spets. red.;
KOTLY)XCOTA, O.1., tekhn, red,

[(Mleoctric indicators and their nse in testing marine internal
combustion engines] Elektricheslide indikatory i ikh priménenie

pri ispytaniiakh sudovykh DVS, leningrad, Izd-ve "Horskol tranaport,”
1958, 217 p. (MIRA 1137)

(Marine anginss--Testing)
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KUZ "MENKOV, 0325, inzh,; PAVLICHENKO, A.M.; KHITUSHKO, Ye,V.

Comparative testing of an apparatus for measuring effective
pover on the ST-216 motorship. Trudy NIIVIa no,10:52-56
(MIRA 16:6)

(Ship fropulaion-Testing)

Dynamomo tor)
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REYNGOL'DT, Yuriy Anatol'yevich; ALEKSEYEV, A.Ye., retsenzent;
LAPIN, A,V., kand, tekhn, nauk, dots., retsenzeni;

KUZ'MENKOY, O,P,,. inzh,, retsenzent; SHORIN, V.P., red.;
voxcn%x, K.M., tekhn, red.

L

[Flectrical equipment of industrial enterprises for inland-
water transpo_rtation] Elektricheskoe oborudovanie promyshlen-
nykh predpriiatii rechnogo transporta. Leningrad, 1zd-vo
"Rechnoi transport,® 1961, 356 p. (MIRA 15:3)

1. Chlen-korrespondent Aksdexdi nauk SSSR (for Alekseyev).
(Hydramlic structure3-—Electric equipment)
(Harbors—~Electric equinsment)
(Dooks--Electric equipment)
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KUZ 'MENKOV, P. A,

USSR (600)
Barrels

Differentiating prices for wine barrels, Vin, SSSR 12 no, 10, 1952

Monthly List of Russian Accessions, Library of Congress, U3M8AYY 1953, Unclassified.
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TITKOV, N.I KUZ'MENKOV P G.; SMOLYANINOV, V.G.

‘,-,,_‘,..,5 NN

Trendse in the improvement of equipment for the elect;og‘lzigic%l'
ning of well walls, Mash, i neft, obor. nt. .
strengthoning ¥ (MIRA 17:8)

1. Institut geologii i razrabotki goryuchikh iskopayemykh,
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KUZ'MENKOV P.G.

Insulating materials for electrodes in the electrochemical

11s, Mash. 1 neft, obor. no.6:22-26 '64.
reinforcement of wells ] (VIR 1832)

1. Institut geologii i razrabotki goryuchikh iskopayemykh.
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TITKOV, Nikolay Iosafeviehy SUZ'MENKOV, Pavel Grlgor'yevieh;
KAYESHKOVA, S.M,, ved, red,

[Increasing the efficiency of deep vurbodrilling] Povyshe-
~ nie effektivnosti glubokogo bureniia turboburami, Moskva,
Nedra, 1965. 170 p. (MIRA 18:7)
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; sl ) ETT /RN 00) LIpfe  JD/EESDSAIN ——
1, 39989-640 E*}k‘!?(;l)/’z‘»’afn’:‘(t)i/!e.TI/ war{k) R I HoD N
ACC NRi AP6017655 (W) SOURCE CODE1 UR/0136/66/000/001/0072/0075 |

gL
ot

" AUTHORS Shapiro, V. ¥a.; Patseruk, A. =.; Kuz'menkov, V. A,; Nikolayeva, M. R. 6
. ORG: none Vs ,’

\ \b Y
PITIE: New technical lubricants for drawing pipes of aluminum and its alloys

SOURCE: Tsvetnyye metally, no. 1, 1966, 72=75
RLAWI )G
TOPIC TAGS: lubricant, aluminum alloy, pipe 5 /€774 0

in drawing pipes of
60 ositions of various lubricants for use
ﬁmzmgv zis aﬁz?g were tested. A1l the lubricant: c?gﬁg divédczczl)i:::;p zwstgtx;:t:
s (1) compositions including surface active agents , an
tg)zglel}c)lson ](.i;htomngneral oils with various thickeniz%iageng: .ﬂ'ﬁie s;t)};zzicoi};;miiral];i ng
1imit reduction, drawing s
properties of the Jubricants and their I T S and without
heat treatment were determined. Tests of the lubrican
gﬁ c:}i}vz;gl tgat there were no appreciable differences in drawing stresses, w:ichlwgrz-
such higher than when the standard "Vapor T"/lubricant is usgi.m%eref{z:e;e v etw:; T |
_-apor . i avor,
ts are unsuitable for use under {ndustrial conditions of drawing
iigricants, named VM=17//(85% MS20 aviation oiland 1 5% of a high molec;:lar c:mgg\;ﬁd
with a molecular weight of 20000) and WM-25481% aviation oil, 4% of the wz:m o
- molecular compound, and 15% aluminumn stearate) were found to produce drawing ?r
)

—

Card __1/2 UDCs  669.711621.774.372
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21 & ..»—_-; T .,m

TR T

ACC NR: Ap60176:5

" even lower than "Vapor T

1 figure. ard are recommended for industrial use, Orig. art. hass

SUB CODE://,/J/, SUBM DATE: none/ ORIG REF: 005
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e e e U T R R w_:g._:w.:x.z&::ﬁ—:_tﬁ =
f L 23314-65 EfT(m),/T/m‘«P(t) JErm L) T(c) m /o
i'| ACCNR: AP6006340 - SOURCE CODE: UR/0413/66/000/002/0063/0063 1,

AUTHOR:  Kuz'menkov, V, A.; Rikolayeva, M. R.; Shapiro, V. Ya.; Patseruk, A. P, v |

rsedea. -

ORG: none ' ~
\\ﬂa

TITLE: Iubricant for cold working tgf metals, Class 23, No, 178006

SOURCE: Izobreteniya, prOmyshlenm:-y'e oh?aztx;y, tovarnyye znaki, no. 2, 1566, 63
T0PIC TAGS: metalworking, cold working, lubricant

ABSTRACT: This Author Certificate deseribes a lubriéant for cold working of meteals,
To reduce the coke residue formed on the surface of the metal worked and reduce

the snnealing tempersture » Polyiscbutylene with 8 molecular weight of 20,000 to
100,000 {s added to the compdsition. i (D]

SUB CODE: 13/ SUBM DATE: 11Feb65/ ORIC REF: none/ OTH REF: none/

Card 1/11 ("~ : UDC: 621 892.6:621.7.016.3
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ian solyhechnic Inst, ..insu, 1¥53.  Jiscertatior (lelferativnyy
o)

v

Goneral investioal
Toan Lel, Selormy

i
1 3
Zhurnal=~sesieniia (03

c0:  SUL 136, 19 Aug 195k

eSS et 22z 2
S 3
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KOVALEY, Ya.T,; KUZMENKOV, V.I.
 KUZMENKOV, V.I.

laboratory testing results of the permeability of low-pressure
locks. Sbor.nauch. trud. Bel. politekh.inst. no.78:78-82 160,

(MIRA 13:11)
(Locks (Bydraulic enginnering)--Testing)
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KUZMENKOV' v.I.

- 00.78:83-99 149,
(Hydraulic jump)
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VIL'MER, Yakov Moigeyevich, dots.; VOFY ARGKIY, Iosif Finkhusovich,
dots.; KOVALEV, Yakov Tirofeye wich, dots,3 KUZMENKOV,

Vasilly Ivanovich, dots,; LAZAREVICH, Ivan Grigor'yevich, =~

803 SHULYPING Tgor? Aleksandrovich, dots.; AKALOVICH,
N.M., red,

[Laboratory practice In hydraulics; Manual ang methodelogical
inatructions on laboratory procedures in hydraulies; for ecopre
regpondence and part-time students) Laboratornyl praktikum po
gidravlike: Rukovodstvo i metodicheskie ~kaganiia po provede-
niiu laboratornykh raboi po gidravlik dlia studentov zaoch-
nogo i vechernego obucheniia. [By] IA.M.Vil'ner i dr, Minsk,
< Izd-vo M-va vysshego, srednego spetsial'nogo i professional t-
nogo obrazovariia BSSR, 1961. 131 p. (MIRA 18:4)

1, Kafedra gidravliki Belorusskogo politekhnichsskogo insti-
tuta (for all except Akalovich).
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KUZ!MENROV, V.X.

Motives in the self-development of the will in older pupils and
cond 1tions for their formation. Nauk. zap. Hauk.-dosl, inst. psykhol.
11:245-248 159, (MIRA 13:11)

1. Institut psikhologii, Kiyev.
(Hotivation' (Psychology)  (Will)
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KUZ'MENKOVA, A.M.

KUZ'MENKOVA, A.M., Cand Agr Sci -- (diss) "Ash content of leaves
of various wood and brushwood specles upon light chestnut solentz solls in
connection with the selection of an assortment for their afforestation.”
Mos, 1958, 18 pp (Mos Order of lenin Agr fcad im K.A, Timiryazev), 110
copies (KL, 20-58,99)
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BURDYN', T.A.; KUZ'MENKOVA, C.M.; LYUTIN, L.V.

laboratory research en acid treatment of bettom hole zones.
Trudy VNII no.l6:166-171 '58, (MIRA 11:12)
(Rocks~--Permeability)
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ROMANYUK, F.I.; KUZ'MENKOVA, O.M.; PONOMAREV, K,I.; USACHEV, P.M.;
BOLISHAKOV, L.A,

BExclusion of bottom waters with petroleum-paraffin solutions,
Trudy VIII no.35:61-67 6L, (MIRA 15:1)
(0il fields--Production methods)
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VEKSLER, V,A.; KUZMENOK, V.F.

Confefence-;;ﬁihAf.of paychiatrists of the Sverdlovsk Province. Zhur
peikh, 53 1n0,10:828-829 0 '53, " (ama 6100

(Sverdlovek Province--Psychiatry) (Psychiatry--Sverdlovsk Province)
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LYUTIN, L.V.: BURDYN?, T.A,‘E_EUZ'MENSKOVA. O0.M,; OLEYNIEK, I.P,

A e e P

Preparing fracturing fluids and st phys
udying thei b4
Properties, Trudy VNII no.16: 128156 's8, T cocn?;il';:lll'lz)
(011 wells--Hydraulic fracturing) ’
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Kuzml Ivan, inazh,
—

& universal device for the
Tekh dolo 13 moui3ley 16 Jo réoe " OF Vi#ual representations,

1. Izsl. sektor, Durzhavno minno predprilatie "Gorbuso."
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SHESRAR LA

KUZMEV-. 1,

TECHNOLOGY
Periodical: MINNO DELO, Vol, 13, no. 4, July/Aug, 1958
. [}

) °

Mont,
nthly Iist of East European Accession (EEAI), 1C., Vol 8, no
February 1959, Uncl:;ss:

CIA-RDP86-00513R000928020(
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CZECHUSLOVAKIA/Electrondes - Phintocells and Semicouductor Device.
abs Jowr : Ref Zhwr - Fizike, No 7, 1959, 15930
Author : Skrivaunek, Jiri,, Kuzmisk, Mikulas

Tust : Institute of NHuclear Physics, Czechoslovak Acadery of
Sciences, Prague, Czechoslovakia

Title ¢ Local Sensitivity or Cathiodes of Photoelectronic Multi-
plicrs.

Orig Pub : Ceskosl. casop., fys., 1958, 8, No 5, 602-607

Abstract : An 1nvestigntion was made of the effect of the inhomo-
geneity of the sensitivity of photocathodes of FEU-19
and RCA-63H2 photormltipliers on thc distribution of the
anplitudes in the spectrun of the output pulses of the
scintillation detector.
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7. 3120 66018
E=avtrd C2/38-60-2-9/22
AUTHORS: Glazov, A.A,, Kuzmiak, M,
TITLE: Ion Source'y\hlith Cavity Cathode I

-——“
PERIODICAL:  Jadern4 Energie, 1960, Nr 2, p 62

ABSTRACT: This article is an illustrateq description of ion source with a cavity

difficulties and that the described ion Source with the Penning-type
discharge meets all requirements, The Speclal feature of this ion source
is a cavity cathode, 400 mm depp and 3 mm in diameter, Aftepr giving con-
structional details of the ion source, the author states that the presence
of the cavity secures g high discharge current density (I = 10 A/ )
under high vacuum into the discharge chamber, The high vacuum permits the

Card i/2 is written in Slovak,
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o 56018
Ton Source With Cavity Cathode CZ/38-60-2-9/22 '
- _d_
There are: U diagrams and 2 referances, 1 of which is Czechoslovak /

and 1 English,

ASSOCIATION:  SpoJen§ Gstav Jédrového
skul
Institute, Dubna), v§skumu v Dubne (Combined Nuclear Research
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, t APS025521 e €4/0038.,/65/000/003/0100/0101. -
‘,"Aumon: Kuznisk, Milnas 44, % y ')
5 TITLE: Flow detectorﬂf?{r alpha-particles and fission fragments of nuclei c;@ .
: ".‘ ‘A.[(r;"l . ¢
{SOURCE: Jaderna energie, no, 3, 1965, 100-101 B
f,IOPIC TAGSt alpha particle, fiasion product, flow detection, gas flow, radiation
gcounter :
.ABSTRACT: A flow detector was developed to measure alpha activity on fisaion frage- -

:potential of 1900 Vy supplied from g battery, The amplifier used, also battery
‘powered, hag a vacuunm tube, cathode~follower connected input stage, but, otherwige,
it ds fully transistorized, The counter chamber ig surrounded by an electric heateg

118 0.88 x 10-sup 3 8esy and the ratio of pulae amplitudes for fisasion fragments is f S
8., An example is shown of its uge to meéasure the half 1ife of a gaseous actidty; e

iin this case sup 220 Rn, avolved from a thorium molution, Orig, art, has 3 figures, -
/2 graphs, and 1 table, I
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ACCESSION NR:  APS025521

ASSOCIATION: Ustav Jadornoho Vyzkumu CSAV. Rag (Inatitute of Nuclaar nyaics.

CSAV) 72,90 Tuckear Mystos,
?’9‘

SUBMITTED: 00 L 00 SUB CODE: NP, KE

NR REF 80V: 000 © ' oTHER: 002 NA . \!
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L _18497-65 EwT(1)/ETC(f)/T/EWG(m) DS/AT

SOURCE CODE: Cz/0038/65/000/005/0179/0180
| AUTHOR: Kuzmiak, Mikulas ¢/
E s A ' o

ORG: Nuclear Research Institute, OSAV, Rexz (Ustav Jadernsho vyzkuav CSAV)
TITLE: Pulse ion source with a cavity cathode V\,He‘;';

WSy g

SOURCE: Jadornﬁ energie, no. 5, 1965, 179-180

| TOPIC TAGS: ion source, secondary electron emission, secondary electron, ion beam,
‘| ionized plasma, electric field, electrode i

ABSTRACT: I)esifn data for an ion source with a cavity cathode are reviewed; _ '
.Some physical phenomena connected with this design are discuased. ™ =

40 a cavity cathode the secondary emission of slectrons cccurs in - . B
- .the whole interval of the ¢ylindrical surfase. ?his increases the 7
total current of Sacondary eleotrons, and thus the discharge cure- B L
(. rent, so that this exceeds 100 A/ 5q cm, In the plasma envelops’ .

i . (in the area of the cathode gradient) a high fraquency elestrical U
{ ‘field exista; this explaina the role of the cavity cathode, The
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frequency of the eleotrioal fio0ld and the influenc '
; | e of the -
i r;;g%ngh:;:‘:ggggahgf thetcavity ecathode are diacussed. e iggzgt
at an
Sarrent o l“e than ZA a [ngxbz‘aotion voltage of 20 kV. The beam .
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ACC NR:  AP6027878 SOURCE CODE: cz/0033/66/000/003/0101/01401"
S

_AUTHOR: Hrda, Alena; Kult, Karel; Kuzmiak, Mikulas
ORG: Nuolear Research Institute, CSAV, Rez (Ustav jaderneho vyzkumu CSAV)

&

3 :
TITLE: Initial trajectorieé/of ions leaving an open ion source of a cyclotron with
non-zero initial energies

' SOURCE: Jaderna energie, no. 3, 1966, 101
TOPIC TAGS: cyclotron, ion source, particle trajectory, ion beam focusing

ABSTRACT: NRI Report No. 1408/65. A beam of polarized atoms in the center of a
cyclotron may be ionized by means of an inversion-magnetron type ion source with an
anode voltage of up to 15 kv. Considerable initial velocities of ions emitted from
that source affect the shape of the trajectories as well as the ion phase focusing.
The paper presents a detailed analysis of the initial motion of ions rising from
an open ion source with non-zero initial energies into the 2-area. The ion phase
focusirg on the initial orbits was demonstrated. During some initial periods of
high-frequency voltage the ions are phase bunched around the optimum phase, which
guarantees their capture for the accelerating process. [Based on authors!' Eng. abst.]
LJPRS: 36,845]

SUB CODE: 20 / SUBM DATE: none
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KUZHIC, N,

Organic fungicides and their application; Lirotan is one of the most
demanded fungicides. Xem emija. p. A21.

KEMIJA U INDUSTRIJI. (Drustvo kemicara-tehnologa NHR) Zagreb, Yugoslavia,
Vol. 7, no. L, Apr. 1958,

Monthly List of East European Accessions (EEAI) IC, Vol. 8, No. 6,
June 1959,

Uncl.
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YUGOSLAVIA / Chemical Technology, Chemical Products and K
Thelr Application, Pesticides,

Abs Jour: Ref Zhur-Khimiya, No 12, 1959, 43573,

Author : Kuzmic N,

Inst ¢ Yet—gtven,

Title : Production of "Tuberite" in Yugoslavia for the
Prevention of Potato Sprouting,

Orig Pub: Kemija u industriji, 1958, 7, No 7, A-39, A-LO,

Abstract: "TuberiteY (I), a chemical that prevents sprouting
of potatoes occurring in storage conditions was
found to be harmless, when applied in dosages of
1 gr/kg, and causes no changes to the surface pota-
toes, 1In 1957 the initial commercial production of

I amounted to 10 tons and was successfully used in
Several storage houses, ~-- S, Tipol't,
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